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Fig. S1. Temperature programmed desorption of ammonia (NH3-TPD) of zeolite catalysts.
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Fig. S2. A typical GC-FID chromatogram of reaction mixture.


	Fig. S3. Arrhenius plot of ln(rate constant) versus 1/temperature.
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