
Supporting information Available . 

Figure S1 :Effect of the bath temperature on the current density recorded upon ZnO nanowire 

deposition in the presence of 0.2 mM ZnCl2.  
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Figure S2 : Effect of ZnCl2 concentration on the current density recorded upon the nanowire 

deposition at 90°C. Total electrical charge : 0.05 mM/ 11.6 C.cm-2; 0.10 mM/ 11.6 C.cm-2; 

0.15 mM/ 12.6 C.cm-2; 0.2 mM/ 12.2 C.cm-2. 
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