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Calculation of Diffusion coefficient 

The diffusion coefficient was calculated according to the Randles-Sevcik Equation, 
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Where Ip=Current (Ampere), n=number of electron transfered, F= Faradaic 

Constant (C.mol
-1

), A=Area of the electrode (cm
2
), C= Concentration of the 

species (mol.cm
-3

) assuming a film thickness of  about 0.6 µm, R= Gas constant 

(J.K
-1

.mol
-1

), T= Temperature (K) D= Diffusion coefficient (cm
2
.s

-1
), ν=Scan rate 

(V.S
-1

). 
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Figure S1. N2-adsorption isotherm data recorded before and after the encapsulation of ABTS in 

the pores of MIL-100(Fe). 
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Figure S2. Micro-Raman spectra of ABTS, MIL-100(Fe) and MIL-100(Fe)-ABTS. 

 

Figure S3. SEM images of MIL-100(Fe) (a) before and (b) after ABTS impregnation. 
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Figure S4. TGA of ABTS, MIL-100(Fe) and MIL-100(Fe)-ABTS. 
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Figure S5. Comparison of UV-Visible spectra of (a) ABTS-CIE and (b) ABTS-MIL-100(Fe)-

CIE electrode soaked in 0.1 M acetate buffer of pH=5.1 for a time period as mentioned in the 

legend of the graphs. 
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Figure S6. (a) Cyclic voltammograms of the ABTS-MIL-100(Fe)-CIE modified SS electrode at 

various sweep rates of 200, 100, 50, 20, 10, 5, and 1 mV/s in 0.1 M acetate buffer of pH=5.1 

(b)Oxidation and reduction peak current density as a function of (sweep rate)
1/2

. Arrow indicates 

the direction of potential sweep.  
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Figure S7. Impedance spectrum of (a) MIL-100(Fe)-CIE and (b) ABTS-MIL-100(Fe)-CIE, at 

open circuit potential (~0.1V vs. AgCl/Ag) in 0.1 M acetate buffer of pH=5.1.  
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Figure S8. Current density of Lac-ABTS-MIL-100(Fe)-CIE for the electrocatalytic reduction O2 

as function of  (a) pH of the electrolyte, mass of (b)  Bovine serum albumin (BSA), (c)  Laccase 

at Eapp=0.160 V .   
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Figure S9. Chronoamperometry of Lac-ABTS-MIL-100(Fe)-CIE modified SS electrode at 

0.16V vs. Ag/AgCl in 0.1 M acetate buffer of pH=5.1.  

 

 

 


